MIL-F-495E
AMENDMENT-1
5 February 1990

MILITARY SPECIFICATION
FINISH, CHEMICAL, BLACK, FOR COPPER ALLOYS

This amendment forms a part of MIL-F-495E, dated 30 September 1988, ard is
approved for use by all Departments and Agencies of the Department of Defense.

PAGE 4
4.2.4: Delete and substitute:

"4.2.4 End item testing. End item testing shall be tailored to meet the
service requirements of the end item. Test methods are listed in 4.3.2. The
specific test methods required for an item shall be specified on the drawings
or in the contract. When testing is specified, (see 6.2), the inspection level
shall be S-1, and the AQL, expressed in terms of defects per hundred units,
shall be 4.0."

PAGE 5
4.3.2.4: Delete "when specified (see 6.2)".
PAGE 6
6.2: Add "f. when end item testing is required (see 4.2.4)."
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